ORIGINAL RESEARCH
published: 30 April 2019
doi: 10.3389/fchem.2019.00260

Synthesis, Thermal, Structural
Analyses, and Photoluminescent
Properties of a New Family of
Malonate-Containing Lanthanide(III)
Coordination Polymers
Sajjad Hussain 1,2*, Xuenian Chen 1,3*, William T. A. Harrison 4 , Saeed Ahmad 5 ,
Mark R. J. Elsegood 6 , Islam Ullah Khan 7 and Shabbir Muhammad 8
1
Henan Key Laboratory of Boron Chemistry and Advanced Energy Materials, School of Chemistry and Chemical
Engineering, Henan Normal University, Xinxiang, China, 2 Department of Chemistry, Mohi Ud Din Islamic University Nerian
Sharif, Azad Jammu and Kashmir, Pakistan, 3 College of Chemistry and Molecular Engineering, Zhengzhou University,
Zhengzhou, China, 4 Department of Chemistry, University of Aberdeen, Aberdeen, Scotland, 5 Department of Chemistry,
College of Sciences and Humanities, Prince Sattam Bin Abdulaziz University, Al-Kharj, Saudi Arabia, 6 Chemistry Department,
Loughborough University, Loughborough, United Kingdom, 7 Department of Chemistry, Government College University,
Lahore, Pakistan, 8 Department of Physics, College of Science, King Khalid University, Abha, Saudi Arabia

Edited by:
Luís D. Carlos,
University of Aveiro, Portugal
Reviewed by:
Helene Serier-Brault,
UMR6502 Institut des Matériaux Jean
Rouxel (IMN), France
Sidney J. L. Ribeiro,
São Paulo State University, Brazil
*Correspondence:
Xuenian Chen
xnchen@htu.edu.cn
Sajjad Hussain
sajjaduet07@yahoo.com
Specialty section:
This article was submitted to
Inorganic Chemistry,
a section of the journal
Frontiers in Chemistry
Received: 27 January 2019
Accepted: 01 April 2019
Published: 30 April 2019
Citation:
Hussain S, Chen X, Harrison WTA,
Ahmad S, Elsegood MRJ, Khan IU
and Muhammad S (2019) Synthesis,
Thermal, Structural Analyses, and
Photoluminescent Properties of a New
Family of Malonate-Containing
Lanthanide(III) Coordination Polymers.
Front. Chem. 7:260.
doi: 10.3389/fchem.2019.00260

Frontiers in Chemistry | www.frontiersin.org

Five new Lanthanide(III) complexes of malonic acid (HOOC-CH2 -COOH); {[Gd(C3
H2 O4 )(H2 O)4 ]·NO3 }n (1), {[Tb(C3 H2 O4 )(H2 O)4 ]·NO3 }n (2), {[Ho(C3 H2 O4 )(H2 O)4 ]·NO3 }n
(3), [Er(C3 H2 O4 )(C3 H3 O4 )(H2 O)2 ]n (4), and {[Eu2 (C3 H2 O4 )2 (C3 H3 O4 )2 (H2 O)6 ]·4H2 O}n
(5) were synthesized and characterized by elemental, infrared spectral, and thermal
analyses. The structures of compounds 1–5 were determined by single crystal Xray diffraction technique. The X-ray analysis reveals that compounds 1, 2, and 3 are
isostructural and crystallized in the orthorhombic space group Pmn21 . The lanthanide(III)
ions are coordinated by four carboxylate and four water oxygen atoms adopting a
distorted square antiprism geometry. The LnO8 square antiprisms are linked into infinite
layers by malonate (C3 H2 O2−
4 ) dianions sandwiching sheets of nitrate counter ions.
Compound 4 contains ErO8 square antiprisms linked into a two-dimensional network by
hydrogen malonate (C3 H3 O−
4 ) anions and malonate dianions. The europium complex,
5 is dinuclear having the two europium(III) ions (Eu1 and Eu2) bridged by carboxylate
groups of hydrogen malonate ligands. The europium ions in 5 are nine-coordinate
and exhibit a distorted monocapped square antiprism geometry. All the structures are
consolidated by O–H· · · O hydrogen bonds. The photoluminescence spectra of 1–5
exhibit characteristic emissions in the visible region. The IR spectra and thermal data
are consistent with the structural results. The room-temperature effective magnetic
moments for 1–4 are in good agreement with those expected for the free ions, while the
data for 5 indicates that low-lying excited states contribute to the observed moment.
The compound 1 was further subjected to quantum computational calculations to
explore its optoelectronic properties including; density of states (DOS), dielectric function,
refractive index, extinction coefficient, and absorption spectrum, to highlight the possible
applications of such materials in the optoelectronics.
Keywords: lanthanides, malonate, photoluminescence, crystal structure, optoelectronic properties
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technological interest (Kenyon, 2002; Faulkner et al., 2005; Terai
et al., 2006; Daiguebonne et al., 2008; Dos Santos et al., 2008;
Armelao et al., 2010; Zhuravlev et al., 2011; Räsänen et al.,
2014; Buenzli, 2015; Sharma and Narula, 2015; Sun et al., 2015;
George et al., 2016).
Lanthanide(III) ions are hard Lewis acids and prefer to
combine with hard Lewis bases such as oxygen donors (Bünzli,
2014). On the basis of this fact, carboxylate ligands have been
widely applied for the preparation of lanthanide coordination
polymers (Hansson, 1973a,b; Wenmei et al., 1992; Marrot and
Trombe, 1994; Benmerad et al., 2000; Hernández-Molina et al.,
2000, 2002, 2003; Doreswamy et al., 2003, 2005; Thirumurugan
and Natarajan, 2004; Cui et al., 2005; Yan et al., 2005; CañadillasDelgado et al., 2006; Deacon et al., 2006; Rahahlia et al.,
2007; Zhang et al., 2007; Fang et al., 2008; Wang et al., 2009;
Chrysomallidou et al., 2010; Silva et al., 2010; Jin et al., 2012;
Seidel et al., 2012; Sharif et al., 2012; Calahorro et al., 2013; Tian
et al., 2013; Bünzli, 2014; Delgado et al., 2016; Li et al., 2017). The
flexible aliphatic dicarboxylates (e.g., malonate and succinate) are
more fascinating than the rigid mono or aromatic carboxylates
due to many possible conformations (Cui et al., 2005; Rahahlia
et al., 2007; Wang et al., 2009; Delgado et al., 2016). The use of
multidentate organic linkers together with the high coordination

INTRODUCTION
In the modern hi-tech society, lanthanide-based metal-organic
frameworks find a wide range of applications in several cuttingedge scientific fields, such as contrast agents (Caravan et al.,
1999; Wahsner et al., 2019), catalysis (Shibasaki and Yoshikawa,
2002; He et al., 2013; Pagis et al., 2016), gas storage and
purification (Reineke et al., 1999; He et al., 2013; Roy et al.,
2014), magnetism (Woodruff et al., 2013; Zhu et al., 2016;
Gao et al., 2018), and optoelectronic devices (Kenyon, 2002;
Armelao et al., 2010; Heffern et al., 2013). The study of photo
physical properties of lanthanides (Ln) triggered the potential
use of these compounds not only in color televisions and
fluorescent tubes but also in optical amplifiers, luminescent solar
concentrators, active waveguides, organic light emitting diodes,
and immunoassays (Bünzli, 2010; Katkova and Bochkarev, 2010;
Heffern et al., 2013; Reisfeld, 2015). The optoelectronic properties
of lanthanide complexes originate from the inner f-f electron
transitions. The shielding of 4f orbitals confers the excellent
luminescence properties of Ln3+ ions (Reisfeld and Jorgensen,
2012; Heffern et al., 2013; Reisfeld, 2015). Several reports have
appeared in the literature on the physical and optical properties
of lanthanide complexes, which demonstrate their significant
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complexes including a nitrate ion and dinuclear Eu3+ or Er3+
complexes containing a hydrogen malonate anion, and their
photoluminescent properties.

number of lanthanide ions help to construct diverse structural
motifs with unexpected properties. The structural arrangements
in the lanthanide dicarboxylate polymers range from one- (Yan
et al., 2005; Chrysomallidou et al., 2010; Silva et al., 2010; Li
et al., 2017), two- (Hernández-Molina et al., 2000; CañadillasDelgado et al., 2006; Li et al., 2017), to three-dimensional
(Hansson, 1973a,b; Wenmei et al., 1992; Marrot and Trombe,
1994; Benmerad et al., 2000; Hernández-Molina et al., 2002, 2003;
Doreswamy et al., 2003, 2005; Thirumurugan and Natarajan,
2004; Cañadillas-Delgado et al., 2006; Zhang et al., 2007; Fang
et al., 2008; Chrysomallidou et al., 2010; Jin et al., 2012; Seidel
et al., 2012; Calahorro et al., 2013) coordination networks.
Malonic acid, C3 H4 O4 , is a simple dicarboxylic acid that exhibits
a rather flexible stereochemistry and a variety of coordination
modes toward metal ions. It can coordinate as a monodentate,
bridging, and chelating ligand in monoanionic (hydrogen
2−
malonate, C3 H3 O−
4 ) or dianionic (malonate, C3 H2 O4 ) form
(Rodríguez-Martín et al., 2002; Delgado et al., 2016). A number
of reports have been published on the synthesis and structures
of malonate-containing lanthanide polymers, which describe
the versatility of the bonding modes of the malonate group
(Hansson, 1973a,b; Wenmei et al., 1992; Marrot and Trombe,
1994; Benmerad et al., 2000; Hernández-Molina et al., 2000, 2002,
2003; Doreswamy et al., 2005; Cañadillas-Delgado et al., 2006;
Zhang et al., 2007; Fang et al., 2008; Chrysomallidou et al., 2010;
Silva et al., 2010; Jin et al., 2012; Delgado et al., 2016). Delgado
et al. reported a detailed overview on the crystal structures and
topologies of these systems, as well as the molecular structures
assembled by hydrogen-bonding from low-dimensional entities
to higher-dimensional supramolecular architectures. The study
describes that most of the Ln3+ -malonate (mal2− ) complexes
exist as dinuclear species (Delgado et al., 2016), while the reports
about the mononuclear complexes are rare (Wenmei et al.,
1992; Marrot and Trombe, 1994; Chrysomallidou et al., 2010;
Silva et al., 2010).
In order to enhance the fundamental knowledge of structural
chemistry of lanthanide-carboxylate frameworks and in view of
our continuous interest in this direction (Hussain et al., 2014,
2015a,b, 2018), we report here the syntheses, characterization,
crystal structures, photoluminescence, and magnetic properties
of five novel lanthanide coordination polymers involving
malonate ligand. They include; {[M(C3 H2 O4 )(H2 O)4 ]·NO3 }n
(M = Gd, Tb, Ho) (1-3), [Er(C3 H2 O4 )(C3 H3 O4 )(H2 O)2 ]n
(4), and {[Eu2 (C3 H2 O4 )2 (C3 H3 O4 )2 (H2 O)6 ]·4H2 O}n (5). The
optoelectronic properties including density of states, dielectric
function, refractive index, extinction coefficient, and absorption
spectrum, were also investigated for complex 1 with the help
of DFT calculations. Owing to the bigger size of lanthanide
complexes, they are very difficult to deal quantum chemically.
Nonetheless, there are some previous computational studies
including the structures and reactions (Eisenstein and Maron,
2002), bonding characteristics (Adamo and Maldivi, 1997),
determination of ligand-field parameters (Ishikawa et al., 2003),
effective core potential studies (Cundari et al., 1995), and details
of computational methods applied in lanthanide and actinide
chemistry etc (Dolg, 2015). To the best of our knowledge, this
is the first report that describes the formation of lanthanide
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EXPERIMENTAL
Reagents and Measurements
The nitrate salts of Gd, Tb, and Ho{M(NO3 )3 ·6H2 O},
ErCl3 ·6H2 O, and EuCl3 ·6H2 O were purchased from Alfa
Aesar, a Johnson Matthey Company, USA. Malonic acid was
obtained from Merck Chemical Co. Germany.

Synthesis of Complexes
Synthesis of {[M(C3 H2 O4 )(H2 O)4 ]·NO3 }n (M = Gd, Tb,
Ho) (1–3)
The compounds 1–3 were synthesized by reacting 0.225 g (0.5
mmol) of M(NO3 )3 ·6H2 O (M = Gd, Tb, Ho) dissolved in 5 mL
de-ionized water and 0.156 g (1.5 mmol) of malonic acid in 20 mL
ethanol. The solutions were stirred for 2 h at room temperature.
The pH of the reaction mixture was adjusted between 5 and 6
with 0.1 M NaOH solution. The solutions were filtered and kept
at ambient temperature (or in the refrigerator) for crystallization.
The crystals appeared in the solution after 2–3 weeks. The
complexes 1, 2, and 3 were obtained as light yellow, colorless, and
light pink crystals, respectively. They were separated by vacuum
filtration and rinsed with ethanol. Yield: ∼50%.

Synthesis of [Er(C3 H2 O4 )(C3 H3 O4 )(H2 O)2 ]n (4)
Malonic acid (0.104 g, 1 mmol) and ErCl3 ·6H2 O (0.137 g, 0.5
mmol) were separately dissolved in 20 mL ethanol and 10 mL
deionized water, respectively. The solutions were mixed and
stirred for 2 h in a round-bottom flask at room temperature.
During stirring, 0.1 M NaOH solution was used to maintain the
pH of the mixture between 5 and 6. After 10 days, pink crystals
of 4 appeared in solution, which were isolated by filtration and
rinsed with methanol. Yield: 49%.

Synthesis of
{[Eu2 (C3 H2 O4 )2 (C3 H3 O4 )2 (H2 O)6 ]·4H2 O}n (5)
To a solution of 0.183 g (0.5 mmol) of EuCl3 ·6H2 O in 10 mL
deionized water was added 0.104 g (1 mmol) of malonic acid
dissolved in 25 mL ethanol. The solutions were mixed in round
bottom flask and stirred for 3 h at room temperature at a pH of
5–6 maintained by using 0.1 M NaOH solution. After 2 weeks,
colorless crystals of 5 were recovered by filtration and rinsed with
methanol. Yield: 43%.

Analytical and spectroscopic data
C3 H10 NO11 Gd (1): Calc. (%) C 9.16, H 2.55, N 3.56; Found (%):
C 9.25, H 2.59, N 3.50.IR (cm−1 ): ν = 3583, 3369 (O-H), 2927
(C-H), 1582 (COO)as , 1384,1370 (COO)s , 276 (Gd-O); δ = 1463,
1149 (C-H),953 (COO), 819 (NO3 ); ρ = 836 (H2 O), 735 (CH2 ).
C3 H10 NO11 Tb (2): Calc. (%) C 9.13; H 2.55; N 3.55; Found
(%): C 9.25, H 2.62, N 3.45. IR (cm−1 ): ν = 3585, 3369 (OH), 2926 (C-H), 1583 (COO)as , 1384,1370 (COO)s , 285 (Tb-O);
δ = 1463, 1149 (C-H), 954 (COO), 819 (NO3 ); ρ = 837 (H2 O),
735 (CH2 ).
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TABLE 1 | Crystal data for compounds 1–5.

Empirical formula

1

2

3

4

5

C3 H10 NO11 Gd

C3 H10 NO11 Tb

C3 H10 NO11 Ho

C6 H9 O10 Er

C6 H15 O13 Eu

Mr

393.37

395.04

401.05

408.39

447.14

T (K)

150(2)

150(2)

150(2)

150(2)

150(2)

λ (Å)

0.71073

0.71073

0.71073

0.71073

0.71073

Crystal system
Space group

Orthorhombic

Orthorhombic

Orthorhombic

Orthorhombic

Monoclinic

Pmn21 (No. 31)

Pmn21 (No. 31)

Pmn21 (No. 31)

Fdd2 (No. 43)

P21 /n (No. 14)

a (Å)

8.0955 (8)

8.0863 (6)

8.0652 (12)

15.2618 (16)

10.7945 (5)

b (Å)

6.7470 (6)

6.7359 (5)

6.7123 (9)

10.0290 (10)

12.3934 (6)

c (Å)

9.3030 (9)

9.2562 (7)

9.1895 (11)

13.9992 (15)

20.2839 (10)

β (◦ )

90

90

90

90

100.3900 (7)

508.13 (8)

504.17 (7)

497.48 (12)

2142.7 (4)

2669.1 (2)

2

2

2

8

8

374

376

380

1,544

1,744

ρcalc (g cm−3 )

2.571

2.602

2.677

2.532

2.225

µ (mm−1 )

6.58

7.07

8.01

7.88

4.77

5901, 63.8

5802, 61.2

5384, 61.2

6299, 63.8

31194, 61.2

V (Å3 )
Z
F(000)

Total data, 2θmax (◦ )

0.031

0.020

0.025

0.035

0.036

1747, 1732

1642, 1635

1612, 1594

1742, 1562

8180, 7533

R(F)[I> 2σ(I)]

0.018

0.012

0.016

0.019

0.025

wR(F 2 ) (all data)

0.043

0.029

0.033

0.038

0.063

0.036 (11)

0.025 (15)

0.026 (9)

0.045 (12)

—

−1.79, +0.71

−0.83, +0.75

−0.49, +1.19

−1.12, +0.87

−1.55, +1.38

1555502

1555503

1555504

1555505

1555506

RInt
Merged, observed [I> 2σ(I)] data

Absolute structure parameter
min., max.1ρ (e Å−3 )
CCDC deposition number

FLS 180 (Edinburg Instruments). The magnetic susceptibility
measurements were conducted on Evans balance (Sherwood
Scientific Ltd. UK) at room temperature and Hg[Co(SCN)4 ]
was used as a calibrant. The diamagnetic corrections for the
component atoms were determined using Pascal constant (Kahn,
1993; Earnshaw, 2013) and details of the method is given the
Supporting Information.

C3 H10 NO11 Ho (3): Calc. (%): C 8.96, H 2.49, N 3.49; Found
(%): C 8.81, H 2.52, N 3.45. IR (cm−1 ): ν = 3591, 3369 (OH), 2928 (C-H), 1586 (COO)as , 1384,1372 (COO)s , 290 (Ho-O);
δ = 1463, 1149 (C-H), 955 (COO), 819 (NO3 ); ρ = 838 (H2 O),
739 (CH2 ).
C6 H9 O10 Er (4): Calc. (%): C 17.65, H 2.22; Found
(%): C 17.01, H 2.11. IR (cm−1 ): ν = 3573, 3338 (OH), 2921 (C-H), 1697, 1566 (COO)as , 1383, 1279 (COO)s ;
δ = 1449, 1186 (C-H), 967 (COO); ρ = 803 (H2 O),
712 (CH2 ).
C6 H15 O13 Eu (5): Calc. (%): C 16.11, H 3.38; Found (%): C
16.72, H 3.92. IR (cm−1 ): ν = 3401 (O-H), 1714, 1570 (COO)as ,
1384(COO)s ; δ =1440, 1206 (C-H), 964 (COO); ρ = 711 (CH2 ).
(Malonic acid, ν = 3398 (O-H), 2992, 2948 (C-H), 1737, 1706
(COO)as , 1418, 1398 (COO)s ; δ = 1438, 1174 (C-H), 920 (COO);
ρ = 804 (H2 O), 771 (CH2 )).

Crystal Structure Determinations
Intensity data for compounds 1–5 were collected on a Bruker
APEXII CCD diffractometer at 150 K using MoKα radiation
(λ = 0.71073 Å). An empirical absorption correction was carried
out using SADABS (Sheldrick, 2014). The crystal structures
were solved by direct methods with SHELXS-97 (Sheldrick,
2008) and refined by full-matrix least-squares on F2 using
SHELXL-2014 (Sheldrick, 2015). For molecular graphics, ORTEP
3 was used (Farrugia, 2012). The C-bound H atoms were
geometrically placed (C–H = 0.99 Å) and refined as riding
atoms. The O-bound H atoms were located in difference
maps and refined freely as riding atoms in their as-found
relative positions or with gentle restrains. One of the water
molecules of crystallization in 5 is disordered over two adjacent
locations and its H atoms could not be located. The constraint
Uiso(H) = 1.2U eq (carrier) was applied in most of the cases.
Details of the data collection and refinement details are
summarized in Table 1.

Physical Measurements
Elemental analyses were carried out on a Varion Micro
Cube, Elementar, Germany. FTIR spectra were recorded over
the frequency range 4,000–250 cm−1 on a Perkin Elmer
FTIR 180 spectrophotometer using KBr pellets. Thermal
analyses were performed from room temperature to 1,000◦ C
at heating rate of 10◦ C min−1 in air on a Thermo-gravimeter
Analyzer/Differential Scanning Calorimeter model SDT Q
600 (TA Instruments, USA). The excitation and emission
spectra were recorded on photoluminescence spectrometer
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RESULTS AND DISCUSSION
Synthesis
The reaction of M(NO3 )3 ·6H2 O (M = Gd, Tb, Ho) with
three equivalents of malonic acid (C3 H4 O4 ) in the presence
of NaOH in water-ethanol medium afforded the crystals of
{[M(C3 H2 O4 )(H2 O)4 ]·NO3 }n complexes (1–3). The presence
of nitrate was not detected in any of the previously reported
structures of lanthanide-malonate complexes. Similar reactions
of MCl3 ·6H2 O (M = Er, Eu) and malonic acid in 1:2 molar ratio
gave the crystalline complexes [Er(C3 H2 O4 )(C3 H3 O4 )(H2 O)2 ]n
(4) and {[Eu2 (C3 H2 O4 )2 (C3 H3 O4 )2 (H2 O)6 ]. 4H2 O}n (5). The
chloride ion did not participate in coordination demonstrating
the greater affinity of Ln(III) ions for O than Cl. In every case,
the pH of the reaction solution was adjusted to 5–6 in order
to avoid the isolation of insoluble hydroxides. The compounds
were isolated by slow evaporation of the reaction solution. The
composition of the complexes was established from elemental
and thermal analyses and verified by X-ray crystallography. All
five complexes crystallized as polymeric substances.

FIGURE 1 | TGA curve and DSC curve of {[Gd(C3 H2 O4 )(H2 O)4 ]·NO3 }n (1).

Thermal Analysis
The simultaneous TG-DSC curves for complex 1 are shown
in Figure 1. These curves express the mass losses in three
consecutive steps. The first decomposition step occurs between
100 and 200◦ C that is attributed to the departure of four
coordinated water molecules (experimental weight loss = 19%,
calculated = 18.3%). This is evidenced by an endothermic
peak of DSC at about 160◦ C. After the removal of water, the
complex does not show sufficient thermal stability and starts
releasing malonate ligand around 200◦ C. The decomposition of
the malonic group is completed at 400◦ C with a weight loss of
about 27% (calculated value 25.9%). The combustion of malonate
is accompanied by two exothermic transitions in DSC. In the
third stage nitrate is lost (as a nitrogen oxide) in the range of 400–
650◦ C leaving behind ½Gd2 O3 as a residue (experimental = 46%,
calculated = 46.1%). The DSC plot shows an endothermic dip at
about 600 ◦ C attributable to the removal of nitrate.
A close similarity to 1 is noted concerning the TG-DSC
profiles of compounds 2 and 3, presented in Figures S6, S7,
respectively. However, instead of 650◦ C for 1, the decomposition
is completed at 900 and 600◦ C for 2 and 3, respectively. The
DSC curves show endothermic and exothermic peaks that all
are in agreement with the mass losses observed in the TG
curves. The final residues in case of 2 and 3 correspond to 46
% ½Tb2 O3 (calculated = 46.3%) and 47% ½Ho2 O3 (calculated
value 47.1%), respectively. The similarity of the thermal patterns
suggests that the decomposition mechanism is the same for the
three compounds.
As illustrated in Figure S8, for compound 4 the first mass loss
of 8% occurs between 140 and 170◦ C, attributed to dehydration
(calculated weight loss = 8.8 % for the removal of two water
molecules) and is associated with an endothermic peak at 168◦ C.
The loss of water at relatively higher temperature indicates the
absence of water molecules of crystallization in the complex.
After exclusion of coordinated water molecules, the anhydrous
compound is stable up to 370◦ C. The second weight loss of
45% occurs due to the removal of two malonic groups in the
temperature range of 370–900◦ C (calculated 50.2%), leaving

IR Spectroscopy
The FTIR spectra of 1–5 are shown in Figures S1–S5. In the
IR spectrum of malonic acid two intense bands at 1,737 and
1,706 cm−1 are observed due to νas (COO), while the symmetric
stretches of carboxylate groups appear at 1,418 and 1,398 cm−1 .
The signals at 2,992, 2,948, and 3,398 cm−1 are associated with
C-H and O-H stretching vibrations, respectively. The CH2 rock
is detected at 771 cm−1 .
In the IR spectra of all complexes the asymmetric and
symmetric stretching bands of the carboxylate groups were
observed around 1,600 and 1,300 cm−1 , respectively (Deacon and
Phillips, 1980; Rodríguez-Martín et al., 2002; Chrysomallidou
et al., 2010; Hussain et al., 2018). There is a significant drop in
frequencies of these bands relative to that of free malonic acid
indicating the coordination of malonate ions. The broad peaks
near 3,600 and 3,400 cm−1 correspond to the O-H stretching
modes. The rocking vibration of coordinated H2 O (ρ(H2 O)
was found at 837 cm−1 in complexes 1–3 and at 803 cm−1 in
4 and 5. The medium band around 950 cm−1 is ascribed to
bending vibration, δ(O–C–O) of the carboxylate group. The MO bonds absorbed at 276, 285, and 290 cm−1 for complexes 1,
2, and 3, respectively, which prabably represent the ν(M-Owater )
vibrations (Chrysomallidou et al., 2010). These absorptions
confirmed the formation of complexes as they were not observed
in the ligand spectra. The spectral results are in agreement with
the reported literature (Marrot and Trombe, 1994; Doreswamy
et al., 2003; Chrysomallidou et al., 2010; Mathew et al., 2012).
The bands at 819 cm−1 in 1–3 mark the presence of nitrate
ions (Alhoshani et al., 2019). The absence of a band around
1,700 cm−1 for complexes 1–3 indicates the deprotonation of
COOH and coordination of carboxylate dianions to the metal
ions. However, the peaks at 1,697 and 1,714 cm−1 in 4 and
5, respectively, correspond to C=O stretches of protonated
carboxylic acid (COOH) (Chrysomallidou et al., 2010) as it is
evident from crystal structures that the hydrogen malonate ions
are present in these compounds.
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TABLE 2 | Selected bond lengths (Å), bond angles (◦ ), and torsion angles (◦ ) for 1.
Gd1–O1

2.330(3)

O1–Gd1–O1i

115.8(2)

Gd1–O2i

2.378(3)

O1–Gd1–O2

77.37(11)

Gd1–O3

2.454(5)

O1–Gd1–O3

72.00(11)

Gd1–O4

2.415(3)

O2–Gd1–O3

80.41(13)

Gd1–O5

2.421(5)

O2–Gd1–O4

112.51(12)

C1–O1

1.245(4)

O4–Gd1–O3

144.61(9)

C1–O1

1.264(5)

O5–Gd1–O3

117.72(16)

O1–C1–C2–C1ii

125.1(4)

O2–C1–C2–C1 ii

−55.4(6)

Symmetry codes: (i) x–½, 1–y, z–½; (ii) –x+2, y, z; (iii) x, y-1, z; (iv) –x+3/2, -y+2, z+1/2.

behind 47% ½Er2 O3 as residue (calculated = 46.8%). The DSC
curve depicts two exotherms presumably due to combustion of
organic moieties at 400 and 625◦ C.
The thermal behavior of complex 5 is described in Figure S9.
The decomposition begins with the loss of two water molecules of
crystallization in the temperature range 90–130◦ C (experimental
weight loss = 8%; calculated = 8.1%). The second weight loss of
12% was observed in the range of 150–200◦ C and is ascribed to
the elimination of three water molecules coordinated with metal
atom. Thus, the thermogram clearly distinguishes the presence of
uncoordinated and coordinated water molecules in the complex.
After 225◦ C, the malonate ligands are lost reducing the mass
by 41% (calculated = 45.8%). The final residue is 39% that is
associated with ½Eu2 O3 (calculated 39.4%). In the DSC plot
an endotherm at about 150◦ C corresponds to the dehydration
step, while the exotherms at about 300 and 410◦ C represent
the combustion of the malonate ligands. The shapes of the
TGA curves for 1–5 are similar to those of the other malonatecontaining Ln3+ complexes described in the literature (Muraishi
et al., 1991; Doreswamy et al., 2003; Chrysomallidou et al., 2010;
Delgado et al., 2016) suggesting that the stability of the complexes
is comparable to the reported ones.

FIGURE 2 | The asymmetric unit of 1 (50% displacement ellipsoids) expanded
to show the full metal coordination sphere.

FIGURE 3 | The square anti-prismatic metal coordination geometry in 1.

Description of Crystal Structures
Single-crystal X-ray structural analysis revealed that compounds
1, 2, and 3 crystallize in the polar, orthorhombic space group
Pmn21 and are isostructural. Therefore, complex 1 is taken
as an example to present and discuss the structures in detail
with any significant differences for 2 and 3 noted, where
ever applicable. Selected bond distances and bond angles for
1 are presented in Table 2, while for 2–5 in Tables S1–S4,
respectively. The hydrogen bonding details for 1–5 are given in
Tables S5–S9, respectively.
The asymmetric unit of 1 shown in Figure 2 consists of a
Gd3+ ion (site symmetry m), a malonate (C3 H2 O2−
4 ) ligand
(with the central C atom lying on a crystallographic mirror
plane), four water molecules (two lying on a mirror plane) and
a nitrate counter ion (the N atom and one of the O atoms
have m site symmetry). The cationic complex is polymeric
with each Gd3+ ion coordinated by four O atoms from three
different malonate groups and by four water molecules adopting
a fairly regular square anti-prismatic geometry. Each square
face of GdO8 coordination polyhedron consists of two malonate
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O atoms and two O atoms of water molecules, but their
dispositions are different (Figure 3). In the O1/O1i /O3/O5 face,
the water O atoms are “trans” (lying across the square diagonal),
whereas in the other, O2ii /O2iii /O4/O4i , they are “cis” (adjacent).
The angles subtended at the Gd atom by them vary in the
range of 72.01 to 144.61◦ . The malonate ligand is bonded to
three different symmetry-related metal atoms yielding a two
dimensional coordination polymer. It forms a six-membered
chelate ring with one Gd3+ ion, while the remaining two carboxyl
oxygen atoms bind in a unidentate mode to the other two metal
ions. In this way, the coordination mode of the bridging malonate
group can be described as µ3 -κ2 O,O’κO”,κO”’ (Delgado et al.,
2016). The six-membered chelate ring is well described as a boat
conformation, with C1 × 2 and O2 × 2 exactly coplanar by
symmetry and C2 and Gd1 displaced in the same sense by 0.610
(6) Å and 0.623 (7) Å, respectively.
The mean Gd–O bond distance in 1 is 2.390(4) Å (Table 2).
The comparable distances for Tb in 2 (Table S1) and for Ho
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FIGURE 4 | Part of a (010) layer in the structure of 1 with the GdO8 moieties represented as green polyhedra and C, H, and O atoms shown as dark grey, white, and
red spheres, respectively.

Complex 4 crystallizes in the unusual orthorhombic space
group Fdd2. The asymmetric unit of 4 depicted in Figure 5
contains one erbium(III) ion (site symmetry 2), a malonate
ligand, a hydrogen malonate anion and two water molecules. To
balance the charge of Er3+ , the malonate species must represent
statistically disordered malonate (C3 H2 O2−
4 ) and hydrogen
malonate (C2 H3 O−
)
ions,
with
half
of
the
O2 oxygen atoms
4
in the crystal bearing a proton. The coordination polyhedra
of Er3+ ion is a square antiprism defined by two chelating
ligands (bonding via O1 and O3), two monodentate malonate
ligands (via O4) and two water molecules. In both square faces
(O1/O1i /O3/O3i and O4ii /O4iii /O5/O5i ), the water molecules
are located at “trans” positions (Figure S10). The dihedral angle
between these planes is 0◦ (by symmetry) and the metal ion is
displaced from them by −1.303(2) and 1.186(2) Å, respectively.
The average Er–O bond length is 2.334(4) Å (Table S3) that
agrees well with the reported values (Delgado et al., 2016). The
chelate conformation is an asymmetric boat, with C2 and Er1
deviating from C1/O1/C3/O3 (r.m.s. deviation = 0.001 Å) by
0.324(6) and 0.827(6) Å, respectively. The C3–O3 and C3–O4
bond lengths in the ligand are almost the same, indicating the
delocalization of charge. However, C1–O2 is much longer than
C1–O1 as a result of its disordered protonation, as described
above. It is notable that O2 (the protonated O atom) does
not coordinate to the metal ion. The coordination mode of
the C1/O1/O2 carboxyl group is η1 (monodentate) and that of
C3/O3/O4 is µ2 -η1 :η1 (bridging). In the extended structure of
4 the malonate ligands are bound in chelating form on one side
(through O1 and O3) and as a bridging entity (via O4) from the

in 3 (Table S2) are 2.377(3) and 2.352(4) Å, respectively. This
trend agrees well with that expected in terms of the lanthanide
contraction effect (Bünzli, 2014). In each case, the M–Om
(m = malonate) bonds are shorter than the M–Ow (w = water)
bonds, which can be explained electrostatically in terms of
stronger attraction to the delocalized negative charge on the
malonate O atoms. The M-O bond lengths fall within the range
observed for other Ln3+ complexes of malonate (HernándezMolina et al., 2003; Cañadillas-Delgado et al., 2006; Delgado et al.,
2016). The C1–O1 and C1–O2 bond lengths (Table 2) in the
malonate ligand are almost equal, indicating delocalization of
charge. The dihedral angle between the square planes is 2.84(16)◦
and the metal ion is displaced from the O1 and O2 planes by
1.248(2) and −1.330(2) Å, respectively.
In the extended structure of 1, the ligands bridge the
metal ions into infinite cationic sheets of the formula
[Gd(C3 H2 O4 )(H2 O)4 ]+ propagating in the (010) plane
(Figure 4). Each malonate ligand links with three metal ions and
the shortest Gd· · · Gd separation within a layer is 6.1705(9) Å,
slightly less than the shortest inter-layer separation of 6.7470(7)
Å [The corresponding data for 2 = 6.1498(7) and 6.7359(5)
Å, respectively, and for 3 = 6.1179(11) and 6.7123(10) Å,
respectively]. The nitrate counter ions occupy the inter-layer
sites and the inter-sheet bonding is consolidated by O–H· · · O
hydrogen bonds (Table S5), with malonate O atoms, water
molecules and nitrate-O atoms all acting as acceptors. The
hydrogen-bonding patterns in the terbium (Table S6) and
holmium (Table S7) compounds are essentially identical to
that in 1.
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FIGURE 5 | The asymmetric unit of 4 (50% displacement ellipsoids) expanded
to show the full metal coordination sphere.

FIGURE 7 | The asymmetric unit of 5 (50% displacement ellipsoids) with the
non-coordinated water molecules of crystallization omitted for clarity.

eight (for Gd3+ - Er3+ ) to nine (for Eu3+ ) is due to
its larger size as compared with the others (Bünzli, 2014).
The coordination polyhedron around Eu1 can be described
as a distorted capped square antiprism (Figure S11) with
O1/O3/O4i /O5 and O9/O10/O17/O18 sets (two water molecules
cis) forming the square faces and O19 (water molecule) as the
cap. The dihedral angle between the squares is 2.8(1)◦ and
Eu1 is displaced from them by 0.7244(12) and −1.6269(12) Å,
respectively. Eu2 possesses a similar coordination polyhedron,
the squares of which are defined by O9/O13/O14ii /O15ii and
O5/O6/O21/O22 (water molecules cis) [dihedral angle between
them = 4.61(9)◦ ] and the cap by O20. Eu2 is displaced from
these squares by −0.7270(11) and 1.6413(12) Å, respectively.
The malonate dianions behave as bridging as well as chelating
(forming a six-membered chelating ring through O1 and
O3) ligands adopting µ2 -κ2 O,O’κO” coordination mode. The
hydrogen malonate ions bind only on one side in a µ2 κO,κ2 O’ manner. The carboxylate bonding modes in 5 are
more varied than in 1–4: C1/O1/O2 is monodentate to Eu1
(η1 mode); C3/O3/O4 is bridging to two Eu1 atoms (µ2 -η1 :η1
mode); C4/O5/O6 bonds to both Eu1 and Eu2 in chelatingbridging µ2 -η2 :η1 mode; C7/O9/O10 is chelating-bridging (µ2 η2 :η1 mode); C6/O7/O8 and C9/O11/O12 are protonated at
O8 and O12, respectively and these two groups do not
coordinate to the metal ion; C10/O13/O14 is bridging (µ2 η1 :η1 ); C12/O15/O16 is monodentate (η1 mode). The ligands
have different conformations as indicated by the following
dihedral angles between the carboxylate groups: C1/O1/O2 +
C3/O3/O4 = 34.4(3)◦ ; C4/O5/O6 + C6/O7/O8 = 72.9(3)◦ ;
C7/O9/O10 + C9/O11/O12 = 87.0(3)◦ ; C10/O13/O14 +
C12/O15/O16 = 28.5(3)◦ .
The mean Eu–O distances are 2.454(2) and 2.457(2) Å for Eu1
and Eu2, respectively (Table S4), which are comparable to the
literature data (Hansson, 1973a; Hernández-Molina et al., 2002;
Zhang et al., 2007; Jin et al., 2012). For both metal ions, the
charge-assisted Eu–O bonds from the deprotonated carboxylate
groups tend to be the shortest. In the extended structure of

FIGURE 6 | Part of a (110) chain in the structure of 4 with the ErO8 moieties
represented as pink polyhedra and C, H, and O atoms shown as dark grey,
white, and red spheres, respectively.

other side (µ2 -κ2 O,O’κO” coordination mode). The repeating
units are cross-linked to generate a dense two-dimensional
network, with no evidence of channels or pores. A part of the
chain propagating in the (110) direction is expressed in Figure 6.
The structure of the compound does not match with any of
the earlier reported structures of Ln3+ complexes involving the
hydrogen malonate ligand (Wenmei et al., 1992; Marrot and
Trombe, 1994; Delgado et al., 2016).
Complex 5 is a 2D polymer consisting of neutral dinuclear
asymmetric units (Figure 7) composed of two Eu3+ ions, two
malonate dianions, two hydrogen malonate ions, six coordinated
water molecules, and four water molecules of crystallization
(one of which is disordered over two adjacent sites). In each
dinuclear unit the two europium centers (Eu1 and Eu2) are
bridged by the carboxylate groups of two hydrogen malonate
ions to form a four membered Eu-O-Eu-O ring. Both metal
ions are nine-coordinated by six carboxylate and three water
oxygen atoms. The increase in coordination number from
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coordination frameworks, while some as 1D or 2D polymers.
The richness of structural architectures could be related to the
versatility of malonate coordination modes and high values of
the coordination number and flexibility of geometries of the
Ln(III) ions.
In the majority of the complexes, the metal ions exhibit
the coordination number nine, and the common geometries
are tri-capped trigonal prism and distorted monocapped
square antiprism (Delgado et al., 2016). In [Pr2 (mal)3 (H2 O)6 ]
and its dihydrate, the coordination environment is distorted
capped tetragonal antiprism (Chrysomallidou et al., 2010).
[Gd2 (mal)3 (H2 O)5 ]n . 2nH2 O is eight-coordinated in which the
Gd environment is distorted square antiprismatic (CañadillasDelgado et al., 2006). Complexes with coordination number
of ten are also known. For example, in 1D polymeric
[CeCl(mal)(H2 O)3 ]. 0.5(H2 O), the cerium center adopts a highly
distorted dodecahedron (Silva et al., 2010). The coordination
polyhedra of metal ions in [La(H2 O)2 (mal)(mal-H)]. H2 O and
[PrCl(mal)(H2 O)3 ]n ·0.5nH2 O are best described as distorted
tetracapped trigonal prism (Marrot and Trombe, 1994) and
bicapped tetragonal antiprism (Chrysomallidou et al., 2010),
respectively. The extensive network of hydrogen bonds in the
polymers enhances their structural stability.
The structures of the complexes presented here (1–5) do not
possess similarity to any of the previously reported structures.
Four of the five complexes exist as mononuclear 2D polymers,
while the fifth (5) is dinuclear. Two complexes (4 and 5) are
non-ionic as usual, but three (1–3) contain nitrate as a counter
ion, which are so far unprecedented. In complexes 1–4, the metal
ions are eight-coordinated. The increase in coordination number
from eight (for Gd3+ -Er3+ ) to nine (for Eu3+ ) is due to its
larger size compared with the others. The change in coordination
number from nine to eight can be related to the lanthanide
contraction (Bünzli, 2014).

FIGURE 8 | Part of a (001) layer in the structure of 5 with the Eu1O9 and
Eu2O9 moieties represented as blue and green polyhedra, respectively and C,
H, and O atoms shown as dark grey, white, and red spheres, respectively.

5, the europium polyhedra share an edge, via O5 and O9,
resulting in a Eu1· · · Eu2 separation of 4.3486 (4) Å. The ligands
bridge the dinuclear species into (001) 2D sheets (Figure 8).
Numerous O–H· · · O hydrogen bonds (Table S9) consolidate the
packing: the bonds from the O8 and O11 carboxyl groups (one
to another ligand O atom and one to a water molecule) have
notably shorter H· · · O separations than the bonds arising from
the water molecules.

Comparative Structural Analysis
The crystal structures of several lanthanide compounds
containing malonate ligand have been reported, which describe
the ability of the malonate ion to adopt monodentate, chelating,
and bridging coordination modes. The six-membered chelate
ring through the two carboxylate groups is quite common
in the lanthanide complexes (Delgado et al., 2016). In the
present series of complexes, the malonate2− ligand adopts two
types of coordination modes; µ3 -κ2 O,O’κO”,κO”’ (1–3) and
µ2 -κ2 O,O’κO” (4,5) leading to 2D network structures.
A closer look at the previously reported structures of
the Ln(III)-malonate (mal2− ) compounds shows that
most of them are dinuclear having the general formula,
[Ln2 (mal)3 (H2 O)6 ]n . xH2 O (Delgado et al., 2016), (Ce, Sm)
(Doreswamy et al., 2003; Chrysomallidou et al., 2010) (Pr),
(Hansson, 1973b; Doreswamy et al., 2005), (Nd) (HernándezMolina et al., 2002; Zhang et al., 2007), (Eu) (Hernández-Molina
et al., 2003; Cañadillas-Delgado et al., 2006) (Gd), (Fang et al.,
2008), (Dy), or [Ln2 (mal)3 (H2 O)5 ]n ·xH2 O (Delgado et al.,
2016) (Ho, Tb, Dy, Er, Yb) (Hernández-Molina et al., 2003;
Cañadillas-Delgado et al., 2006) (Gd) (Hansson, 1973a), (Eu).
Some of them exist in the mononuclear form (Wenmei et al.,
1992; Marrot and Trombe, 1994; Chrysomallidou et al., 2010;
Silva et al., 2010). The trivalent lanthanide cations (because of
their high charge and small size) have high affinity for water
and therefore, the coordination sphere is usually completed by
water molecules. Most of the structures are assembled into 3D
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Photoluminescence Properties
The excitation and emission spectra of 1–5 were recorded in
the solid state at room temperature. All these compounds 1–5
exhibited luminescence in the visible region but most excellent
results were obtained for compounds 2 and 5. The excitation
spectrum of 2 was recorded to monitor the strongest emission of
terbium (5 D4 → 7 F5 ) at 548 nm. The spectrum of 2 (Figure 9A)
exhibited ligand excited peaks between 230 and 270 nm which
correspond to the S0 → S3, S2 of the ligand transitions. The
peaks in the terbium spectrum were observed at 318, 341, 351,
365, and 379 nm which correspond to the 7 F6 → 5 H7, 5 D0,1 , 7 F6
→ 5 D2 , 7 F6 → 5 D3 , 7 F6 → 5 L10 , and 7 F6 → 5 G6 transitions,
respectively. The excitation spectrum of 5 was recorded to
monitor the strongest emission of europium (5 D0 → 7 F2 ) at
619 nm. The spectrum of 5 (Figure 9B) also exhibited broad band
between 230 and 275 nm that represents the ligand excitations
S0 → S3 and S0 → S2 . The excitation peaks of europium are
located at 300, 317, 360, 381, 393, 413, and 461 nm attributed
to the 7 F0 → 5 FJ , 7 F0 → 5 HJ , 7 F0 → 5 D4 , 7 F0 → 5 L7 , 7 F0
→ 5 L6 , 7 F0 → 5 D3 , and 7 F0 → 5 D3 transitions, respectively.
The major ligand excitation signal S0 → S1 expected at 370 nm
might be superimposed on strong peaks 7 F6 → 5 L10 and 7 F0
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FIGURE 9 | Solid state excitation spectra of 2 (A) and 5 (B) to monitor emission wavelength at 548 and 619 and respectively.

FIGURE 10 | Solid state emission spectra of 2 (A) and 5 (B) excited at 365 and 381 nm respectively.

→ 5 L7 in 2 and 5, respectively. The excitation spectra of 2 and
5 depict that the ligand absorbs at shorter wavelength (230−280 nm) for excitation which helps to sensitize the symmetry
forbidden f-f transition of Tb(III) and Eu(III) ions, respectively.
The emission spectrum of 2 under the excitation wavelength of
365 nm is shown in Figure 10A which exhibits five characteristic
f–f emission peaks of terbium at 496, 548, 584, 626, and 654 nm
attributed to the 5 D4 → 7 F6 , 5 D4 → 7 F5 , 5 D4 → 7 F4 , 5 D4 →7F3 ,
and 5 D4 →7F2 transitions, respectively. The strongest emission
is observed by electric dipole transition at 548 nm (5 D4 →
7 F ) due to the induced effect of the coordinated ligand, which
5
confers to the intense green luminescence output from the solid
sample when irritated under UV light (Hou et al., 2013; Bogale
et al., 2017a,b). In some previously reported terbium carboxylate
polymers, the intensity of this emission is quenched in the
presence of Fe3+ and nitroaromatics, and can be used as a sensor
for the detection of metal ions and nitro compounds (Bogale
et al., 2017a,b). The magnetic transition at 490 nm (5 D4 → 7 F6 ) is
relatively very weak with intensity ratio 1:6 (5 D4 → 7 F6 : 5 D4 →
7 F ) that is almost insensitive to the coordinated environments
5
(Bogale et al., 2017a,b). These peaks have been observed in other
terbium complexes (Zhao et al., 2004; Hou et al., 2013, 2014). The
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emission spectrum of 5 under the excitation of 381 nm is shown
in Figure 10B which exhibits five characteristic f–f emission
peaks of europium 560 nm (5 D1 → 7 F1 ), 597nm (5 D0 → 7 F1 ),
619 nm (5 D0 → 7 F2 ), 661 nm (5 D0 → 7 F3 ), and 560 nm (5 D0 →
7 F ). Among them an induced electric dipole transition 5 D →
4
0
7 F is the most intense which is hypersensitive to the chemical
2
environment in the vicinity of Eu(III) ion and responsible for the
strong red emission when irradiated under UV light (Hou et al.,
2014). The magnetic dipole transition at 597 nm (5 D0 → 7 F1 )
that is less sensitive to the coordinated environment is relatively
weak compared with the electric dipole transition. The Eu(III)
transition rule states that the magnetic dipole transition (5 D0 →
7 F ) will be more intense when there exists a center of inversion.
1
The intensity of electric dipole transition 5 D0 → 7 F2 transition
will be decreased as the site symmetry of Eu(III) ion increases
(Hou et al., 2014). By comparing the intensity of 5 D0 → 7 F2
(619 nm) and 5 D0 → 7 F1 (597nm) for 5, the intensity ratio is
about 4:1 which suggests that europium ion exists in the low
symmetry environment and there is no center of inversion as
revealed by the X-ray structural analysis of compound 5 (Gu and
Xue, 2006). The excitation and emission spectra of 3 (Figure S12)
exhibited sharp peaks with broad bases at 370 (5 I8 → 3 G6 ) and
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TABLE 3 | The room temperature experimental values of effective magnetic
moment (µeff ) for 1-5 and Van Vleck and Hund magnetic moment (µeff ) for free
lanthanide ions.
Complex Trivalent Configuration µ(µB) (Van
ion
4fn
Vleck)

µ(µB)
(Hund)

µeff (µB)
Experimental

1

Gd

4f 7

7.94

7.94

8.38

2

Tb

4f 8

9.70

9.70

9.82

3

Ho

4f 10

10.60

10.60

9.95

4

Er

4f 11

9.60

9.60

9.53

5

Eu

4f 6

3.40–351

0.00

3.98

µB = Bohr magneton

570 nm (5 S2 , 5 F4 → 5 I8. ), respectively. In addition, few broad
peaks are observed between 400 and 500 nm in the emission
spectrum of 3 which are difficult to designate. The emission
spectra of 1 (Figure S13B) and 4 (Figure S14B) are different
from 2, 3, and 5. No characteristic peaks of gadolinium and
erbium are observed in the emission spectra of 1 and 4 except
broad emission bands at 560 and 470 nm, respectively.
Plush and Gunnlaugsson reported that a dinuclear
europium(III)
bismacrocyclic
complex
(Plush
and
Gunnlaugsson, 2007) showed significant enhancement in
europium(III) emission when titrated with malonic acid at
pH 6.5. When this dinuclear complex was titrated with other
dicarboxylates such acetate, succinate, aspartate, and glutarate
acids at the same pH, the Eu(III) emission on all occasions was
quenched (Plush and Gunnlaugsson, 2007). Thus, we believe
that malonic acid is most suitable to produce excited states that
help to sensitize the lanthanide luminescence compared with the
other aliphatic dicarboxylates.

FIGURE 11 | The calculated TDOS and PDOS graph for 1 at GGA-PBE level
of theory.

parameters including Brillouin Zone (BZ) sampling and energy
cut-offs are given in the Supporting Information. All the
computational calculations were performed using Cambridge
Serial Total Energy Package (CASTEP) in Material Studio
(Carter et al., 2006). A detailed comparison of optimized
geometry and experimental single crystal geometry of
compound 1 is presented in Table S10 and Figure S16,
which indicates the reliability of our chosen geometry in the
present investigation.

Density of States (DOS)

Magnetic Properties

In order to understand the structure-property relationship, we
have calculated total density of states (TDOS) and partial density
of states (PDOS) for compound 1. The TDOS and PDOS
projected into individual states contributions of the molecule
were calculated for compound 1 as shown in Figure 11. The
total DOS shows a lot of structural patterns that can be better
understood by looking at the PDOS. It can be seen that in
deep valence band the contributions of s- and p-states from
oxygen atoms are significant in the range of −25 to −3 eV,
which indicates significant ligand contributions in the molecular
structure. On the other hand, around the Fermi-level the
contributions from p- and f -states are significant. Hybridization
effects can also be analyzed using PDOSs from Figure 10. The
significant contributions of p-states of O atoms and f -states of
Gd atoms around −0.5 eV indicates the strong bonding character
or energy states hybridization of gadolinium atoms with oxygen
atoms of ligands.

The room temperature magnetic moments of complexes 1–5
are provided in Table 3. The experimental µeff values for these
complexes are near to the Hund (except for 5) and Van Vleck
(Van Vleck, 1932) values for the applicable free Ln(III) ion. The
non-zero moment for 5 can be ascribed to the contribution of
low-lying excited states to the magnetism, as observed in other
europium(III) complexes (Ferenc et al., 2013a,b). These data
indicate that the energies of the 4f orbitals in the title compounds
differ a little from the free lanthanide(III) ions due to the fact that
5s2 and 5p6 orbitals are completely filled and strongly shield the
4f orbitals. Thus, it supports the assumption of the electrostatic
nature of metal-ligand bonding in these compounds (Sinha, 2012;
Kettle, 2013).

Computational Study of Optoelectronic
Properties of
[Gd(C3 H2 O4 )(H2 O)4 ]n ·NO3 }n (1)

Optical Properties

The optoelectronic properties of compound 1 were explored
using first principle methods (Supporting Information).
The theoretical calculations have been performed within
periodic boundary conditions (PBC) using DFT functional
called PBE (in generalized gradient approximation) in
solid-state calculations. Further details about computational
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In the past, the photophysical and electroluminescence
properties of rare earth metals have been studied very
keenly because of their many technological applications
i.e., optical amplifiers, luminescent solar concentrators, and
active waveguides (Kenyon, 2002; Kido and Okamoto, 2002;
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FIGURE 12 | The calculated optical properties of 1, including real and imaginary parts of the dielectric function, refractive index, and extinction.

FIGURE 13 | The calculated (PBE-GGA) and experimental (in ethanol) absorption spectra of compound 1.

wavelength up to 800 nm to the direction of polarization vector
[100]. For compound 1, its real and imaginary parts of the
dielectric function show peaks of maximum dielectric function
values (real = 2.2 and imaginary = 1.5) in the range of 200 nm
to 300 nm, which indicates that the maximum interaction of
light occurs in this range. The refractive index and extinction
coefficients also show the highest values of n (1.52) and k (0.64)
at similar wavelengths as that of dielectric function in the UV
region. These values indicate by how much the value is bent
when entering the material.
Moreover, we have also calculated the UV-Visible spectrum
for compound 1 by using the PBE-GGA method for solid-state

Armelao et al., 2010; Katkova and Bochkarev, 2010; Heffern
et al., 2013; Reisfeld, 2015). Along similar lines, we have
calculated some important optical parameters, including real
and imaginary parts of dielectric function, refractive index,
extinction coefficient and absorption spectrum in the solidstate for 1 using periodic boundary conditions. The real and
imaginary parts of the dielectric function are presented in
Figure 12. The dielectric function is the response of the material
to the alternating electric field. Experimentally, dielectric
function is calculated using dielectric techniques e.g., dielectric
relaxation spectroscopy (DRS). In the present investigation, the
optical functions of compound (1) are calculated for photon
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crystal structure. In addition to the commutated UV-Visible
spectrum, we have also experimentally recorded the UVVisible spectrum in ethanol solution. Both the calculated and
experimental spectra are illustrated in Figure 13. It is important
to mention that the experimental spectrum is only available in the
range of 190–400 nm due to the limits of our spectrophotometer.
Owing to the above situation and to make a comprehensive
comparison of computed and experimental UV-Visible spectra,
we have also presented the enlarged part of the computationally
generated UV-Visible spectrum in the range of 150–400 nm
as shown in Figure 13. A comparison of computationally
generated and experimental UV-Visible spectra shows that they
are in reasonable agreement with each other. The maximum
absorption wavelengths in both spectra are found to be around
∼215 nm. Moreover, the absorption ranges for both the spectra
are between 175 and 300 nm. The experimental spectrum for
compound 1 shows one shoulder peak which might be due
to the fact that it has been measured in ethanol while the
computationally generated spectrum is in the solid state. The
absorption values display maximum amplitudes in the range of
200–250 nm with good absorption coefficients in the ultraviolet
region that could be valuable for the possible application of
compound 1 as a UV sensor. Thus, we believe that these
optical properties can be very helpful to offer a theoretical
basis for the experimental analysis of photophysical properties
in future, and to get new physical insights from the molecules
to materials.

in 4 and 5. The results of the thermogravimetric analysis
verified the composition of the investigated complexes. The
photoluminescence spectra of 2 and 5 exhibit characteristic
emission of Tb(III) and Eu(III), respectively. Additionally,
we have used the first principle calculations for compound
1 to explore its optoelectronic properties. The prediction of
dielectric function, refractive index, extinction coefficient and
absorption spectrum shed light on prospective applications as
optical materials. The maximum dielectric function and other
absorption coefficients in the UV region for compound 1
indicate its potential application as a UV sensor. A comparison
of computationally generated and experimental UV-Visible
spectra shows that they are in reasonable agreement with
each other having maximum absorption around ∼215 nm.
Thus, we strongly believe that the present set of synthesis,
characterization, and computational insights will evoke the
significant interests of scientific community in the chemistry of
rare-earth coordination polymers.

CONCLUSIONS

FUNDING

Five new lanthanide-malonate coordination polymers (1–
5) with two- or three-dimensional connectivity have been
synthesized and their crystal structures were determined by
X-ray crystallography. The complexes 1–4 are monoculear
and the central Ln3+ ions are eight-coordinate assuming
square antiprism geometry. Complex 5 is dinuclear with
the nine-coordinated Eu3+ ions possessing the mono-capped
square antiprism polyhedra. The malonate and hydrogen
malonate ligands show typical versatility in their chelating,
bridging, and combined bonding modes to the different metal
ions. So far as we are aware, all three are new crystal
structure types. Most of the known compounds such as,
[Gd2 (C3 H2 O4 )3 (H2 O)6 ]n·2nH2 O (Cañadillas-Delgado et al.,
2006) [Er2 (C3 H2 O4 )3 (H2 O)5 ]n·2nH2 O, (Delgado et al., 2016),
and [Eu2 (C3 H2 O4 )3 (H2 O)6 ]n·2nH2 O (Hernández-Molina et al.,
2002) contain dianionic malonate ligands, while only a few
reports are available on the hydrogen malonate complexes
(Wenmei et al., 1992; Marrot and Trombe, 1994). The IR
spectra also indicate the presence of hydrogen malonate ligand
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